Technical information:

Construction: woven vinyl roll floor covering, product standard 1307:2014

Classification

33 heavy commercial

ISO 10874 applications
Slip resistance 0,30 EN 13893 0.50, class DS
Content of m
pentachlorophenol(PCP) PCP CEN/TS 14494 Not detected
Formaldehyde m 0.122mg/m3
emission HCHO EN717-2 h
Castor chair EN 985: 2001-
. a .
resistance Test A r=5 (Intensive use)
Colour fastness to 2?-‘4
light EN ISO 105-B02 >6
Impact noise m EN ISO ALw=21dB
reduction = 10140-3:2010
‘< 7 Shrinkage: 0.4%
Dimensional stability VAN ISO 2551 Extension: N/A
Fire classification —c% EN ISO 13501-1 Cf1-s1
Acoustical sound
) LN
absorption 1) EN ISO 354 a 4=0.05
Weight ISO 8543 2403.8g/m2
. ]
Thickness ~ ISO 1765 4mm
_” Width: 200cm
Roll dimension EN 426 Length: 15-25/roll
Anti slip property DIN 51130:2014 R10
Antistatic ISO 6356 1.4kV
Formaldehyde 0.122mg/m3
emission EN 717-2 h
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